
Pressure load tests 
Sow slat

„Porco 500“
500 x 600 mm

Pressure tests with a Compression Test Plunger diameter 100 mm centred on the slat.

The  pressure loads were 200 kg / 300 kg / 500 kg / 600 kg / 700 kg / 800 kg. 

Additional test
Pressure with a test plunger
diameter 30 mm.  

Pressure load: 300kg.  

Result: No breakage of bars 
             and the slat.

26.10. 2015  L. Thomann

Gewichtskraft 200 kg
Durchbiegung 14,1mm
Roste nicht gebrochen

Pressure load  200 kg
Deflection  5,9 mm

No breakage

Pressure load  300 kg
Deflection  9,7 mm

No breakage

Pressure load  500 kg
Deflection  19,3 mm

No breakage

Pressure load  600 kg
Deflection  26,0 mm

No breakage

Pressure load  700 kg
Deflection  30,0 mm

No breakage

Pressure load  800 kg
Deflection  35,0 mm

No breakage


